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Clarif 
No 

Log 
No 

Clarification Request Clarification Answer 

3 1 
If we can supply them, can you confirm it should be AISI 
316L grade or do you need AISI 316L ITER GRADE? 

For the exercise of the market survey, it is indicated in the documentation and proposed 
drawings that the listed items must be supplied in grade X2CrNiMo 17-12-2 ITER 
GRADE. At this stage only pipes are not mandatory in IG. 

4 1 

MECHANICAL TREATMENT ON INTERNAL 
SURFACE 
Should internal mechanical processes be carried out before 
or after welding? 

The supplier is responsible for analysing the drawings and defining the most appropriate 
welding and machining sequence to achieve the required dimensional tolerances (and 
rest of requirements). IO does not obligate any specific strategy for the internal surfaces, 
but in any case, the complete manufacturing process to achieve the requested tolerances 
must be sufficiently justified with technical reports, prior to manufacturing activities. 

5 2 

Clause no 2.2 of Questionnaire: We do not possess ASME 
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8 2 
Can you please share with us the delivery period of the 
equipment? 

The contract will include some units whose supply must be urgent. However, there is a 
prior phase corresponding to the qualification of all manufacturing, inspection and 
testing procedures, which must be passed before starting manufacturing and which, 
depending on the candidate's capacity, may be more or less long. It is the candidate's 


