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with the flange, the EBW 
welding process can be 
recommended because this 
process potentially generates a 
low level of distortions. The 
correct justification of the use of 
other low distortion welding 
processes for the case would be 
advisable if selected. All welding 
processes, their selection, 
qualification, execution, 
inspection, quality control and 
incorporation within the global 
manufacturing plan must be 
studied, justified and carried out 
by the candidate/manufacturer 
and are not scope IO, therefore 
IO will not carry out the EBW. 

2 1 
RAW MATERIAL 
Will you provide us with the material to make the doors or should we provide it? 

As indicated in the Market 
Survey questionnaire, candidates 
are required to send their non-
binding cost estimate according 
to Technical Description for both 
cases, including the component 
material and a second version 
without the material. 

3 1 If we can supply them, can you confirm it should be AISI 316L grade or do you need AISI 316L ITER GRADE? 

For the exercise of the market 
survey, it is indicated in the 
documentation and proposed 
drawings that the listed items 
must be supplied in grade 
X2CrNiMo 17-12-2 ITER 
GRADE. At this stage only pipes 
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